
A54SX16 TID TEST
D/C 9840; L/C 2ACT130181

1 krad (Si) / Hour
NASA/GSFC

November 15, 1999
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Note
DUT in Pb/Al box per 1019.5

S/N LAN2202 ICC5.0 (I/O)

S/N LAN2202 ICC3.3 (Core)


